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ABSTRACT 

The experimental work of this research included the test of seven columns, with dimensions 

of 900mm length, and cross section (150*150), a series of tests were carried out on control 

specimens (cylinder and prisms) for each mix for the purpose of studying the mechanical 

properties of reactive powder concrete such as compressive strength, splitting tensile strength, 

modulus of rupture and modulus of elasticity. 

The experimental results showed the increasing in steel fibers ratio by 2% led to the increase 

in the compressive strength by 22.3% and increased splitting tensile strength by 329.7%, 

modulus of rupture by 234.44% and modulus of elasticity by 20.80%. The experimental 

results of the tests of slender columns indicated that increasing the steel fiber ratio from 0% 

led decreasing the ultimate load by 36.454 % compared to the control columns, to 2% led 

increasing the ultimate load by 21.685 % compared to the control columns. The results 

showed that of diameter steel reinforcement ratio of short columns from Ø10 led to 

decreasing the ultimate load by 1.859% compared to the control columns, to Ø16 led to 

increasing the ultimate load by 32.901% compared to the control columns. And the results 

showed that of spacing between of stirrups (200mm) led to decreasing the ultimate load by 

4.778% compared to the control columns, to (100mm) led to increasing the ultimate load by 

12.924% compared to the control columns. 

In the second part of this research, the ANSYS program was used as a numerical method to 

investigate the behavior of these columns using nonlinear analysis (Finite element). When 

comparing the results of experimental with theoretical side ,the theoretical results showed a 
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good agreement with the experimental results where the maximum difference ratio in ultimate 

load was about 9.03 % for all the tested and analyzed columns. 

KEYWORDS: Reactive Powder Concrete, Load Deflection, Steel Fiber Concrete, Silica 

fume, Steel reinforcement, Spacing between stirrups. 

1. INTRODUCTION 

One of the most significant structural elements is the compression member or column. In 

addition to moments, the column can be described as a columnar constructional part that 

supports and transfers axial loads. The cross-sectional dimensions of a column are usually less 

than its length. The vertical loads from the slabs are carried by the column and passed to the 

foundations (James, 2011).   

Two methods of column reinforcement are used (longitudinal and transverse steel). Axial and 

flexural loads are carried by the main reinforcement (longitudinal reinforcement). Shear 

reinforcement (ties) resists shear stresses outside of the concrete, preventing or delaying 

buckling in the main rebar as a result of compression stresses. Additionally, to constrain the 

concrete in order to increase the concrete's strength capability (Jaafer, 2012). Two methods of 

column reinforcement are used (longitudinal and transverse steel). Axial and flexural loads 

are carried by the main reinforcement (longitudinal reinforcement). Shear reinforcement 

(stirrups) resists shear stresses outside of the concrete, preventing or delaying buckling in the 

main rebar as a result of compression loads (Campione et al., 2007). In compressed structural 

elements such as columns, high compressive strength is highly useful. When compared to 

regular strength concrete, the use of high strength concrete in columns reduces the dimensions 

of cross-sections while maintaining the same applied loads. The columns will become more 

slender as a result of this (Priyan 2003). When an increase in service loads occurs as a result 

of the installation of one or more additional floors during the construction phase, or when 

flaws in the design or building stage are discovered prior to use, or when a building is 

upgraded for new service uses, strengthening is applied (Frangou et al., 1995; Rahai and 

Alinia, 2008).   

1.1. Reactive Powder Concrete  

Yang et al., (2010) The structural behavior of UHPC beams exposed to bending was 

examined. Tests on fourteen rectangular beams were part of the experimental program. The 

dimensions of the beams were 180*270*2900 mm. The amount of reinforcement and the type 

of casting were two of the experimental work's parameters. There were two symmetrical point 
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loads applied. The longitudinal reinforcement in the beams was meant to be less than 0.02. To 

investigate the behavior at low ratios, the tensile reinforcement ratio was (0.006, 0.009, 0.012, 

0.0131, 0.0196). The steel fibers utilized were straight and had a volumetric ratio of 2%. The 

first approach was to place UHPC from one end of the form, whereas the second technique 

was to place UHPC from the mid-span of the form. According to the results of the 

experiments, casting the UHPC from one end provided better flexural resistance than casting 

from the mid span, so the casting method of the UHPC was affected on the flexural capacity 

with respect to the arrangement of the steel fibers. Steel fiber strengthened beam with low 

reinforcement ratio showed more ductile behavior because of the yielding of the bar. 

Hannawayy, (2010) mechanical research characteristics of RPC, in addition the flexural 

behavior of RPC beams. The parameters of experimental program  included the effect of steel 

fiber volumetric ratio (0%,0.5%, 1%, 1.5% and 2%) and silica fume content (5%, 10% and 

15%) on some important mechanical characteristics of RPC such as uniaxial stress-strain, 

compressive strength, relationship in compression, modulus of rupture and splitting tensile 

strength. Additional experimental tests were also performed to study the influence of varying 

the ratios of the silica fume, steel fibers and reinforcing bars on the flexural behavior and load 

carrying capacity of singly reinforced rectangular RPC beams. The main reinforcing bars 

were nominal diameter 25, 16 and 12 mm were used, while the 10 mm diameter deformed 

steel bars were used as stirrup. The dimensions of beams were 140×125×1400 mm and all 

beams were simply supported and subjected to two symmetrical point loads until they failed. 

The result showed that when the volume fraction of steel fiber increased from 0% to 2% and 

silica fume from 5% to 15% led to increase the cylinder compressive by 38% and 16%, 

splitting tensile strength by 162% and 14%, modulus of elasticity by 280% and 8% and failure 

load by 25.5% and 20% respectively, while increasing longitudinal reinforcement from zero 

to 8.7 % led to increase the ultimate load by 766.67%, so the longitudinal steel reinforcement 

plays an important role in predicting the bending capacity of RPC section. As fiber volume 

and longitudinal steel reinforcement increased, the cracking pattern and crack breadth in RPC 

grew in amount and dropped in width. He also discovered an equation for calculating nominal 

bending capacity. 

In Adheem (2016) Under repeated loads, the mechanical characteristics and structural 

behavior of reactive powder concrete members were investigated. The inclusion of steel fibers 

to RPC improves the compressive strength, according to the findings of the experiments. The 

presence of steel fibers at volume frication 0.5% and 1% results in increasing the compressive 
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strength by 10.8% and 30.02%, consecutively, compared with RPC with steel fibers 0% . The 

results also showed that raising the silica fume level from 15% to 25% increases compressive 

strength by just 6.88 percent and 11.61 percent, respectively, which is a smaller effect than 

adding steel fibers. The results also showed that increasing the steel fibers ratio from 0% to 

0.5 and 1% increases the splitting tensile strength to (35.2 and 77.18)%, respectively, while 

increasing the silica fume percentage from 15% to 20% and 25% increases the splitting tensile 

strength to (2.38 and 11.83 )%. In accordance with the experimental results, the adding of 

0.5% and 1% volume fraction of steel fibers results in increasing the modulus of rapture of 

49.88% and 96.41% consecutively, over nonfibrous RPC. Although silica fume shows little 

effect on the modulus of rupture. As silica fume ratio increases from 15% to 20% and 25%, 

the modulus of rupture increases to 7.59% and 16.15% consecutively. When the volumetric 

content of steel fibers is increased from 0% to 0.5 %, the modulus of elasticity increases by 

5.56 % and 13.26 %, respectively. When the percentage of silica fume is increased from 15 

percent to 20 percent and 25 percent, the modulus of elasticity increases by 0.8 percent and 

3.58 %, respectively. 

1.2. Structural behavior columns 

Germain and Aspen (2005) An experimental and theoretical investigation of the behavior of 

high-strength columns was provided. All of the columns were slim, with hinges on both ends 

and eccentric uniaxial loading. Constant parameters were square cross- sections (180 mm), 

distance between stirrups (140 mm c/c), diameter of longitudinal steel bars (12 mm) and 

average compressive strength of cylinder ( 90 MPa) while variable parameters were 

slenderness ratio (72.7 and 84.3), end eccentricity (2, 5, 10 and 20 mm) and diameter of 

stirrups (6, 8 mm). In numerical study, experimental results compared with the results of the 

CEB finite differences (FD) and the CEB column model (CM) methods. The main 

conclusions reached the failure of slender HSC columns was influenced heavily by secondary 

moments, which provided a kind of structural ductility before the material failed. (FD) and 

(CM) methods were adequate to predict the ultimate load of slender HSC columns, but the 

(FD) method appeared more credible than (CM) to modeling the behavior of columns after 

post-peak. 

Majewski et al., (2008) The failure of high and normal strength columns was simulated using 

a finite element approach. Those were unique columns (slender and short), hinged at both 

ends and applied uniaxial loading. (ABAQUS program) used in the non-linear FE analysis. 

Those FE-analyses (2D and 3D) results compared with all experimental results for (Kim and 
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Yang). Parametric study were steel bar ratio, slenderness, load eccentricity, bond between 

concrete and steel bars (bond-slip or perfect-bond). The following are the main conclusions 

reached: 3D-FE results matched experimental results. When the steel bar ratio was high, 2D-

FE buckling strength findings were higher than experimental results. Buckling strength is 

improved when eccentricity and slenderness are reduced, but buckling strength is raised when 

the steel bar ratio is increased. When the bond-slip effect was added, the ultimate load 

increased in 2D simulations and dropped in 3D studies. 

Leite et al., (2012) An experimental and theoretical study of the behavior of high and normal 

strength columns was presented. All of the columns were slender, pinned at both ends, and 

loaded uniaxially with uneven eccentricities at the ends. Constant parameters were total length 

(3 m), diameter of stirrups (4 mm) and distance between stirrups (150 mm c/c) while variable 

parameters were slenderness ratio (66.7 and 100), end eccentricity (e/h) (0.1, 0.2 and 0.4), 

ratio between eccentricities (β = e1/e2) (-0.5, 0 and 0.5), longitudinal steel bars compressive 

strength of cylinder. In theoretical study, experimental results compared with the results of 

EC-2 (2004) and the ACI-318 (2008). The main conclusions reached: ultimate load is 

decreased for an increase of slenderness, end eccentricity ratio between eccentricities, while 

ultimate load is increased for an increase of compressive strength and longitudinal bars. A 

plastic hinge after ultimate load was produced when the column failed by tension while the 

column failed by compression was a brittle failure. The accuracy of EC-2 and ACI-318 in 

slender HSC columns was lower than in slender NSC columns. 

2. EXPERIMENTAL WORK 

2.1. Experimental program 

All short columns have the same as the dimensions of cross section (150mm *150mm) and 

900 mm total length. It is designed using ACI318-14. Different longitudinal reinforcements 

were used as (4Ø10mm and 4Ø12mm and 4Ø16mm). The ties reinforcement were distributed 

as Ø8mm at quarter the both end which (@50mm) and the middle part reinforcement as 

Ø8mm (@ 100mm, @ 150mm and @ 200mm). Details of reinforcement are shown in Fig. 1. 

The columns are fixed-free supported at both ends.  
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Fig. 1. The details of reinforcement distribution of slender column. 

Table 1. The details of the tested slender column specimens. 

 

2.2. Concrete mixes and steel bar reinforcement 

Reactive powder concrete consisting of cement, fine sand, silica fume, steel fibers, 

superplasticizers and water were used to cast the Reactive powder concrete columns, as well 

as the control specimens (cylinders, prisms) (ASTM C39/C39M, 2015; Maroliya, 2012; 
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ASTM C496/C496M, 2011; ASTM C78/C78M, 2015; ASTM C469/C469M, 2014)
  

of 

reactive powder concrete. Seven reactive powder concrete slender columns were casted in this 

study (SC1, SC2, SC3, SC4, SC5, SC6, LC7). Many mix proportions were tried to get 

maximum compressive strength according to ASTM C39/C39 M. Table 2 presents details of 

reactive powder concrete mix. And Deformed reinforcement for longitudinal and ties steel bar 

had been used. The diameter of Ø10mm and Ø12mm and Ø16mm for longitudinal and 

Ø8mm for ties reinforcement The test was carried out in the Referring Engineering Bureau - 

University of Kufa's laboratory. Table 3 shows results of tensile test for all those bars used in 

study. The test results of bars (Ø 8mm), (Ø 10mm), 

(Ø12mm).and.(Ø16).satisfy..requirements.  

Table 2. The details of reactive powder concrete mix components. 

 

* Silica fume was used as a replacement material. 

     ** Percent of mix volume. 

   *** Water cement ratio is percent of cementitious materials (cement + silica fume). 

   **** Superplasticizer is percent of cementitious materials (cement + silica fume). 

Table 3. The properties of steel bar. 

 

*The modulus of elasticity for steel bars is assumed to 200000 MPa 
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2.3. Test measurements and instrumentation 

In the structural laboratory of the College of Engineering at the University of Kufa, all 

specimens of reactive powder concrete columns were evaluated using a hydraulic machine 

(universal machine) with a maximum range capacity of 2000 kN. As shown in Fig. 2. 

The columnar specimens were withdrawn from the water at the age of twenty-eight days, 

cleaned, and painted so that cracks could be easily detected before the testing day. The fixed-

free status of column specimens was determined as shown in figure2. Bearing plates (150mm 

x 150mm x 16mm) were installed at both ends of the column to distribute stresses over the 

cross-section, as shown in figure 2. During the casting process, these plates were inserted in 

the ends of the columns. They were attached to keep the column from moving to the side 

during the test. There were no gaps between the plate and the concrete, ensuring that there 

were no concentration stresses on one side. 

Two dial gauges were fitted when the specimen was placed on the hydraulic machine, one for 

vertical displacement and the other for horizontal displacement. 
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   plate 

Fig. 2. The Testing of columns specimens. 

 

3. RESULTS AND DISCUSSION 

3.1. The Short Column Control Specimen SC1  

The failure occurred at (1263.5KN) by cover spalling out at mid-height of column as shown 

in Fig. 3.  

3.2. The Short Column Control Specimen SC2  

The failure occurred at (802.9KN) by Cover spalling out at mid-height of column as shown in 

Fig. 4.  
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Fig. 3. The Testing of columns specimens SC1. Fig. 4. The Testing of columns                                                                    

specimens SC2. 

3.3. The Short Column Control Specimen SC3  

The failure occurred at (1537.5KN) by buckling of reinforcing bar and Cover spalling out at 

ends as shown in Fig. 5.  

3.4. The Short Column Control Specimen SC4 

The failure occurred at (1240 KN) by cover spalling out at ends as shown in Fig. 6.  
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 Fig. 5. The Testing of columns specimens SC3. 

3.5. The Short Column Control Specimen SC5  

The failure occurred at (1679.208KN) by cover spalling out at ends as shown in Fig. 7.  

3.6. The Short Column Control Specimen SC6  

The failure occurred at (1203.12KN) by cover spalling out at ends as shown in Fig. 8.  
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Fig. 6. The Testing of columns specimens SC4. Fig. 7. The Testing of columns specimens SC5 

3.7. The Short Column Control Specimen SC7  

The failure occurred at (1426.8KN) by cover spalling out at ends as shown in Fig. 9.  
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Fig. 8. The Testing of columns specimens SC6.       Fig. 9. The Testing of columns specimens SC7   

3.8. Ultimate load and deflection capacity 

Lateral displacements (deflections) were measured at the center of the face of the columns, in 

x-direction. The load versus deflection curves obtained from the numerical study (AL-

Shimmari et al., 2011) together with the experimental studies plots are presented and 

compared in Figs. 10 to 16. In general, from the load-deflection plots, it can be noted that the 

finite element analysis agrees well with the experimental results throughout the full range of 

behavior. 
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Fig. 10 Load-deflection curve of sc1.       Fig. 11 Load-deflection curve of sc2. 

  
 

Fig. 12 Load-deflection curve of sc3.       Fig. 13 Load-deflection curve of sc4. 
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Fig. 14 Load-deflection curve of sc5.          Fig. 15 Load-deflection curve of sc6. 

 

 

Fig. 16. Load-defletion curve of SC7 

3.9. Group  One  (The Changing Of  Steel Fibers Ratio) 

Ultimate load was decreased by (36.454%) for SC2 compared with SC1 (respect to the control 

short column) and ultimate load was increased (21.685%) for SC3 with SC1 .The Fig. 10 

shows the comparison of load-lateral deflection curves of column specimen SC2, SC3 and 

control specimen SC1. 
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Fig. 10. The load –lateral deflection curves of SC2, SC3 and SC1 column specimens. 

3.10. Group Two(The Changing Of Longitudinal Steel Reinforcement) 

Ultimate load was decreased by (1.859%) for SC4 compared with SC1 (respect to the control 

short column) and ultimate load was increased (32.901%) for SC5 with SC1 .The Fig. 11 

shows the comparison of load-lateral deflection curves of column specimen SC4, SC5 and 

control specimen SC1. 

 

Fig. 11. The load –lateral deflection curves of SC4, SC5 and SC1 column specimens. 

3.11. Group Three (The Changing Of Spacing Between The Stirrups) 

Ultimate load was decreased by (4.778%) for SC6 compared with SC1(respect to the control 

short column) and ultimate load was increased (12.924%) for SC7 with SC1 .The Fig. 12 

shows the comparison of load-lateral deflection curves of column specimen SC6, SC7 and 

control specimen SC1. 
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Fig. 12. The load –lateral deflection curves of SC6, SC7 and SC1 column specimens. 

Table 4. Comparison between theoretical an experimental ultimate loads. 

 
 

4. CONCLUSIONS 

a. The non-linear finite element analysis by using ANSYS program of RPC columns is a 

powerful technique and can supply the researchers with valuable information. The crack 

patterns and ultimate loads predicted are close to that measured during the experimental 

testing. 

2) The overall behavior of load- deflection curves represented from ANSYS program results 

showed a good correlation with the curves drawn from the experimental results. 

3) When comparing the results of the experimental tests and theoretical side, the maximum 

difference in the ultimate load was 9 % for the tested and analyzed columns. 
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4) At final load, the crack patterns from the finite element model had a good match with the 

noticed failure of the experimental results. 
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